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10038963 002

Auftraggeber:
Client:

FRANK TYSCHLER
BEHRINGSTRASSE 8A 02625 BAUTZEN GERMANY

Gegenstand der Priifung:
Test ltem:

PE BALLS, SIZE: 6CM, Different animal and transportation shaped balls,
colors: multi-colors (red, yellow, dark green green, orange, white, black,
crystal, light blue, dark blue, purple, light green, pink, burgundy)

Bezeichnung:
Identification:

LI-604A, PE balls, multi-colors

Anlieferungszustand: apparent good Eingangsdatum: 2012-10-24
Delivery condition: Date of Receipt:

Priifort: Laboratories of TUV Rheinland Greater China

Testing location:

Priifgrundlage:
Test specification:

Testing according to customers specification for the following parameters:

Safety of toys following

EN 71 part 1: 2011 - Mechanical and physical properties

2009/48/EC Labeling Requirement

EN 71 part 2: 2011 - Flammability

EN 71 part 3: 1994 + A1:2000/AC:2002 - Migration of certain elements

Priifergebnis:
Test result:

The test results are the measurements, stated in the test report.

gepriift: fested by:
Ay

2012-11-12 Sunny Hu

Ne

/Senior Specialist

kontrolliert: checked by:

—(

2012-11-12 Tammy Wang év

fAssistant Project Manager

Datum Name/Stellung Unterschrift Datum Name/Stellung Unterschrift
Date Name/Position Signature Date Name/Position Signature
Sonstiges/ Other Aspects:
Test period: 2012-10-24 — 2012-11-05
This test report repeals test report no. 10038963 001.
The provided age grade of the item(s) : For age 0-99 years.
The appropriate age grade of the item(s) : For all age.
The item(s) was/were tested for the age for all.
Abkirzungen: ok/P = entspricht Priffgrundiage Abbreviations: ok/P = passed
fail/F = entspricht nicht Pritffgrundlage fail/F = failed
n.a./N = nicht anwendbar na. /N = notapplicable

Dieser Prifbericht bezieht sich nur auf das o.g. Priifmuster und darf ohne Genehmigung der Priifstelle nicht
auszugsweise vervielfiltigt werden. Dieser Bericht berechtigt nicht zur Verwendung eines Priifzeichens.

This test report relates to the a. m. test sample. Without permission of the test center this test report is not permitted to be

duplicated in extracts. This test report does not entitle to carry any safety mark on this or similar produm
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Test Report No. 10038963 002 2012-11-12
Customer FRANK TYSCHLER

Description of Test Specimen

Product: LI-604A, PE balls, multi-colors

Material: Plastic

Color: Multi-colors

Lab.-No.: TCL121023-02~05

Picture:

TCL121023-04
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Test Report No. : 10038963 002 2012-11-12
Customer : FRANK TYSCHLER
Test Method . EN71 part 1: 2011 - Mechanical and Physical Properties
2009/48/EC Labeling Requirement
EN 71 part 2: 2011 - Flammability
EN 71 Part 1:
2 General Requirements
4.1 Material cleanliness Pass
47 Edges Pass
4.8 Points and metallic wires Pass
5 Toys intended for children under 36 months
5.1 General requirements Pass
5.8 Shape and size of certain toys Pass
5.10 Small balls Pass

2009/48/EC Labeling Requirement

Importer/ Manufacturer Mark (European Company name and address) Pass
Identification — type, batch, serial or model number Absent

CE-marking Pass
EN 71 Part 2:

4.1 General requirements Pass
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Test Report No. : 10038963 002 2012-11-12
Customer . FRANK TYSCHLER
Sample: LI-604A, PE balls, multi-colors Lab No.: TCL121023-02~05
Material List
Mat. No. Lab No. Material Color
1 TCL121023-02 Plastic Deep pink
2 TCL121023-02,03 Plastic Orange
3 TCL121023-02,03,04,05 Plastic Yellow
4 TCL121023-02 Plastic White
5 TCL121023-02,03,05 Plastic Red
6 TCL121023-02 Plastic Lighter blue
T TCL121023-02 Plastic Light green
8 TCL121023-02,03 Plastic Blue
9 TCL121023-02 Plastic Translucence
10 TCL121023-05 Plastic Green
11 TCL121023-05 Plastic Light blue green
12 TCL121023-02,03 Plastic Green
13 TCL121023-05 Plastic Blue
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Test Report No. : 10038963 002 2012-11-12
Customer . FRANK TYSCHLER
Test Method : EN 71 part 3: 1994 + A1:2000/AC:2002 — Migration of certain elements
EN 71 Part 3:
Sample/Material No. 1 2 3 4
Antimony (Sb) mg/kg <5 <5 <5 <5
Arsenic (As) mg/kg <5 <5 <5 <5
Barium (Ba) mg/kg <5 <5 <5 <5
Cadmium (Cd) mg/kg <5 <5 <5 <5
Chromium (Cr) mg/kg <5 <5 <5 <5
Lead (Pb) mg/kg <5 <5 <5 <5
Mercury (Hg) mg/kg <5 <5 <5 <5
Selenium (Se) mg/kg <5 <5 <b <5
Sample/Material No. 5 6 7 8
Antimony (Sb) mg/kg <5 <5 <5 <5
Arsenic (As) mg/kg <5 <5 <5 <5
Barium (Ba) mg/kg <5 <5 <5 <5
Cadmium (Cd) ma/kg <5 <5 <5 <5
Chromium (Cr) mag/kg <5 <5 <5 <5
Lead (Pb) mg/kg <5 <5 <5 <5
Mercury (Hg) mg/kg <5 <5 <5 <5
Selenium (Se) mg/kg <5 <5 <5 <5
Sample/Material No. 9 10 11 12
Antimony (Sb) mg/kg <5 <5 <5 <8
Arsenic (As) mg/kg <5 <5 <5 <5
Barium (Ba) mg/kg <5 <5 <5 <5
Cadmium (Cd) mg/kg <5 <5 <5 <5
Chromium (Cr) mg/kg <5 <b <5 <5
Lead (Pb) mg/kg <5 <6 <5 <5
Mercury (Hg) mga/kg <5 <5 <5 <5
Selenium (Se) mg/kg <5 <5 <5 <5
Sample/Material No. 13 Required by

EN 71 part 3
Antimony (Sb) mg/kg <5 <60
Arsenic (As) mg/kg <5 <25
Barium (Ba) ma/kg ) <1000
Cadmium (Cd) mg/kg <5 &TD
Chromium (Cr) mg/kg <5 <60
Lead (Pb) mg/kg <5 <90
Mercury (Hg) ma/kg <6 <60
Selenium (Se) mg/kg <5 <500

--- End of Test-Report ---
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